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ABSTRACT 

The moti.on of the pumping diaphragm in the electrolyte reservoir 
of the PS502-502A power supply was studied during its operation by 
means of transparent models and high-speed motion picture photography. 
The primary purposes of the investigation were to determine the causes 
of occasional diaphragm failure that has led to electrical failure of 
the battery and to find moans of eliminating the causes.  The "failures 
were found to be due to excessive mechanical stress caused, in turn, by 
(1) high-pressure shock from the detonating squibs used to release the 
stored pressurized gas and (2) improper folding of the diaphragm during 

■activation.  Recommendations are'*given for the improvement of design 
and performance. 

- 
1.   INTRODUCTION ■ . ' ■*        ,      , 

To assure an extended shelf life, the silver-oxide zinc battery 
must be kept,dry, i.e., the electrolyte must not wet the electrodes". 
Consequentiy, the cells raust be capable of being filled with electrolyte 
just prior to use.' The PS502 and PS502A* power supplies (ref 1)** coh- 
tain a mechanism for'the automatic transportation of the electrolyte from 
Its sto-ra-ge t© the cell pack.  The electrolyte reservoir has the shape of 
an ellipsoid of revolution about Its minor axis.  The reservoir consists 
of three main parts: the upper and lower halves of stainless steel and a 
thin silver diaphragm that div.ides. the cavity into two parts (fig. 1). 
Initially the diaphragm rests against the  inner surface of the upper half, 
allowing the total- volume of the reservoir to be filled with electrolyte. 
Upon activation, pressurized gas enters the space between the upper res- 
ervoir _hklf and the diaphragm.  The pressure, transmitted through the 
electrolyte, ruptures a seal at the center of the lower half, and pushes 
the electrolyte through a heat exchanger into the-cell pack.  The reser- 
voir,with its*diaphragm, acts as a.one-stroke pump as the flexible dia- 
phragm inverts, follow^ the electrolyte, and finally comes to rest 
against. the inner surface of the lower half of the reservoir'. 

This reservoir design was developed in 1954* by DOFL and the American 
Machine and Foundry Company, Raleigh, N. C.***  The design has several ' 
important advantages: (1) it contains no .sliding parts; (2) it offers a 
chemically inert, all-metal storage space for the potassium hydroxide 
electrolyte, and (3) theoretically, at least, it requires no stretching 
of the diaphragm.'  The diaphragm should fold through a circle ©f increas- 
ing* diameter concentric with the reservoir axis, without wrinkles. 

• 
Recent tests have shown that the diaphragm does not fold from the 

center, but from one edge (al? the gas inlet .point) and then from the 

■• • PSÖ02 -  Ordnance part no. 1043654 
PS502A - Ordnance part no. 10404920 

** List of references appears on page 31„ 

*** Now Missile Battery Division of Electric Storage Battery Company, 
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center (fig 2).  This improper folding results in sharp creases and 
occasional fracture of the diaphragm, particularly after extreme vi- 
bration (ref 2).  A highly stressed point where two creases had inter- 
sected is shown in figure 3.  A failure zone is shown in figure 4 
These 10X microphotographs were made of dissected reservoirs taken 
from expended batteries.  Careful examination under higher magnificat 

ItlallT      ^^ the failUre iS entirely ""^anical and is no? caused 
by local corrosive action or foreign inclusions (ref 3)   Figure 5 

flZl ITl^lHl011^  reSPeCt t0 ^  gaS inlet 0f diaPhragm failures 
(ref 4^    batterieS  frorn  a Sroup  of 30 in a recent laboratory test 

side ^f" fractUres.of Efficient size occur, gas can enter the liquid 
n.^  V   reServ01^ mix with t^ electrolyte, and pass into the "cell 

* +™w P^eSS"reS ln the system become equalized before all of the elec- 
trolyte has been forced from the reservoir and the flow stops thereby 
starving the cells.  (The system is closed, and the final pressure in 

tllv  fl  i   1S      45 PSl-g-)  FigUreS 6 and 7 show reservoirs from bat- 
IZl  f "T!'  ^ l0Wer halVeS have been removed to e*Pose the dia- 
phragms.  Note the relatively undisturbed diaphragm in figure 6  This 
indicates that failure occurred immediately after activation allowing 

ThJ Kll^TT lnt0 the liqUid Side With llttle d^Phragm movement. 
The failure in figure 7 occurred later after considerable diaphragm 

. displacement took place.  Note the many zones of high stress in ffgure 7 
Diaphragms .^at do not develop cracks bottom against the lower half of 
the reservoir.  The cell discharge performance is reduced in proportion 

low VT! ^ UnUSed electrolyte.  This is particularly evident at 

he TllTLT^T^T^3  beCaUSe (1) ^ electrolyte is needed by 
exLZlll      L^^8  ^^ iS Carried int0 the cells fl-om ^e heat 
reseSSr" tlTl T.  ^^ ^ ^  0f the «^ctrolyte remains in the 
rrte^ektures    y ^^ deliVer the ^^  electrical output at 

whPn 11   i^Ob3i0US *hat the battery performance is position-sensitive' 
when the diaphragm fails,  when the reservoir exit is down with respect 
to gravity, the electrolyte and activating gas will not mix.  When the 
exit is up, very little electrolyte will be forced out since the eas 
will reach.the.exit first.  fn intemediatQ positions, the battery per- 
formance will be marginal to unsatisfactory,  m actual field use  the 
battery is activated in a zero gravity «field (free flight), and those 
with diaphragms that fail upon activatibn will exhibit a performance 
similar tq that in the intermediate positions in Ihe laboratory  i e 

^bv^isti t0 U"Sa*isfacto^ (-f. 5).  These assumptions were bo^ne'out 
~ ll  ^^ Vn Whlch the diaphragms had been cut "before activation  When 
the diaphragms do not fail, the position at activation is immaterial. 

In order to study the activating mechanism and to determine the 
cause .of diaphragm failure, a comprehensive experimental »program was 
planned  The results of this work, now essentially complete, are re- 
ported here .   Approximately 60 experiments with actual and simulated 
activator parts were performed, and the resuit* ay* discussed below ' 
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(a)  Proper diaphragm inversion. 
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Cb)     Actual  diaphragm inversion. 
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Figure 2.  Proper diaphragm inversion and actual inversion. 
•• 



Figure 3 •  Microphotograph of stressed point in diaph 
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Figure  4.     Microphotograph of  failu 
999-61 

re zone in diaphragm - 10X. 



Figure 5.  Locations of diaphragm failures compiled from 15 battery 
post-mortem examinations. 
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Figure 6#    Dissected  reservoir showlng.dlaphragm  failure... 1 
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Figure  7*  Dissected  reservoir   showing  «Jiaptiram*   failure, ff. 
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M.   KXPERIMENTAL PROCEDURE 

So that the motion of the inverting diaphragm couid be studied 
a transparent reservoir was constructed to permit high-speed motion' 
Picture photography.  As the program progressed, several modifications 
in the experimental setup were made.  The test devices are discussed 
below, o<-uaDcu 

2.1  Setup A.  TWO lucite discs, 7.50 in. in diameter and 2.0 in 
thick were constructed with one face of each machined to the same "   ' 
curvature as the inner surfaces of the reservoir (fig. 8)   Inlet ard 

eralinKir Wereh
drille*' and stable fittings were' arched  (Set 

1Z\1 T ^^ in figUre 8; OIlly Qne was used ^  any one time •* 
s and the unused ports were blocked.)  The diaphragm is clamped by its 
nm between the flat surfaces of the lucite discs and rests in the 
upper half of the simulated reservoir. 

The simulated reservoir would be fined with water or a po-  * 
tassium tartrate solution of the same sppcific gravity as the potassium 
hydroxide solution, 1.32.  Potassium hydroxide flCOH) was not u^d bec^se 
of the hazard to tfce eyes and skin of laboratory personnel; some leJZe 

silv^ ^ T11^ dl,ring the teStS-  ^ exit ^  is -ai-edT; a 2-S 
silver sheet, gaskets, and a pin-strainer assembly exactly as in the bat- 

•ZZne  ^0 
i8-Se.t^ tie diaPhra^ was Photographed from the gas stie 

Tubing from a used hea^ exchanger connects the reservoir to the electro- 
lyte receiver simullting a cell pack.  A multih^ole nozzle simulates the   i 
constrictions within the cell pack mapifold.  lie volume of Jhe rÄfver 
i^ the .same.as the free volume of the cell pack, 380 cc        ;

rePeiver 

tif+i™*     ™%a°tivftor-consists of a U-tube from a battery modified by 
It  Til     +  «ojenoidwaives for rapid valving of a fixed volume of gas '  . 

v!tor ItlT       + 
al  preSSUre-  A seco^ system uses the battery acti- 

detonated souiä ^l8 ^ll* ^^ 0i  gaS Under PreSSUre- Electrically 
the Stube    -  releas^the gas by rupturing diaphragms- near the ends of 

2.2 Setup B.  To simulate^the reservoir more closely, the top lucite 
disc was replaced by a metal upper half.  Figure 9 shows ^e u^r half with 

So ^ r   +
mOUnteä ^ "•• PhotograP^ now had to be from the liquid side 

^ ft    l^T  rS raOVed fr0m the Center of the lower-half to one edge out^ 
replied^Ith^ T" (fig'- 10 ^ ^  ^ metal olectrolyte rec^^ex- ^a 
replaced wxth a transparent one so*that flow rates could be measured  A 
clock was included, and the diaphragm, electrolyte receiver, and cl^k were 
Photographed together,  films made with this setup were of higher Quality 
.because smoke from «the squibs could not obscure the view of the diaphragm. 

9 

assembled S^TL 
A third.SetuP was used  ^  that   photographs  of diaphragms* 

assembled  in actual reservoir  shells  could  be made.     Reservoirs  from unflred 
batteries were modified by removing Mot the Wr half.     They would Sen 

while'the   ^  the   tranSParent   l0W-  ha"--     Sealing,was  accomp^sh^y O-Sgs 
while  the   reservoir was  held  in place  by a  rigid  ^jng  (fig.   12). 

14 
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Figure  9, Top half of  simulated electrolyte   res'eyvoir.  with  batt 
activator   (setup B). . *     unDatt 
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Figure 11.  Experimental setup B, assembled,     ^46*^60 
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A number of experiments were performed in which the diameter of 
the gas inlet was reduced.  The connector on the activator (fig 9) 

^tom;iled ^ " S^11 braSS dlSC containing the orifice(s) was"preSSed 
into the recess.  The purpose of this modification was to reduce the 

^^ Lhigh"PreSSUre blaSt 0f the activator squibs.  The peak pres- 
sure at the gas inlet before diaphragm and electrolyte displacement 
takes place is calculated to be 7000 psi.  This pressure is quickly 
dissipated as the gas cools and expands into the reservoir, but not 
before the diaphragm is stressed and begins to fold Improperly 

H.  ffü!;  ™tely 60 teStS Were made W±th the experimental setups 
?loCtn ^nn S theSe' 41 Were Photoe™Pte*  on 16~mm film at speeds of 
llkl T8 Per SeCOnd-  ^ films of the early te«ts were of 
ll^Z  P^r VI      I  f0r a nUmber 0f reasons. but with the experience 
ma snLdf III  ^lmS Were excellen^ showing, when projected at nor- 
mal speeds, the folding of the diaphragm in ultra slow motion. 

15'  W^hV1"0"1 th!.fllm^ of 5 te#ts are shownein figures'1:, 14, and #  n 

Ü! J .f C!!ti0n 0f teSt NO- 3 (fig- 15>^he te8ts w^e all filmed   .       ] fr-nm   +v.« TJ  J J  J , --.-.„ x-~0, ^v,,  mc ucaL» were an llimec 
from the liquid side.  Test No. 3 shows how the smoke from the squibs ob- 

•TT/V^L  ^ diaphFagm when &*  test is filmed fro. the as side ' 
«ZJLrr   ' U g' l3)'  ^'tyP1^1 of the folding action when squibbed 
S r« r^/^.T^ .^ initlal movement ?s*at the point of as entry 
-nd is followed by.inversion near the center.  Figure 14, test No 8 • 
shows proper folding. Here pressurized nitrogen at 500 psi was valved 
into the reservoir through the inlet at the edge of.the reservoir.  IH 

figure 15, test No. 42 is of interest because it shows at very high speed 
the fluttering of the dia^ragm caused by the squib detonatio. Tnotetll 

with0^,  IHT ^ the-iUPPer ri^ side>-  Test Jfc. - was performed 
'0 040 in ^ f^H  T^' bUt'the gaS lnlet.diameter was reduced to' u.u^u m.  The folding is proper,    a      * 

«»„H^^T 
1lShOWS one unused *ai  three iriverted diaphragms. T^e  Jark 

smudges showfthe position of the gas inlet before inversion.* The smooth- 
ness is a function of freedom from liquid leaks during the test ■ The 
diaphragms were used in tests 52,. 51, and 5?, respectively. *    m      ' 

tn **?! t!StS are liSted ln table 1'  n0t chronologically, out according 
to the test setup and modification used.  Table 2 list*?, in detail  the 
tests, the serial numbers, and the«differences of each test  Table 3   * 
shows the results of the film study in regard to proper*or improper fold- 
ing of the diaphragm*  The combined results of all tests are itemized 
below. • • c 

3. • TEST RESULTS m* 

m ' ' 
(1)  With one-exception, the diaphragS di.d not fail it arMy of the 

tests, whether it was used .as it came from the manufacturer or whether 
it was mistreated by being scratched, heated, soaked in hot KOH, vibrated 
or contaminated with mercury.  The one failure occurred in test No 37   ' 
A slit 1/8 in. long had been cut at a point about 1 in. fron the edge and 

20 
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Table 1.  Tests Listed According to Experimental Setup 

Setup 

Al 

Reservoir 

Luclte top and 
bottom 

A2 j Luclte top and 
| bottom 

A3 | Luclte top and 
j bottom 

A4 ! Luclte top and 
I bottom 

Pressure 
Source 

Gas bottle, 
valves 

Activator, 
squibs 

Gas Inlet 
Location 

Edge 

Edge 

j Activator,  j Center 
squibs 

Size Test riumbers* 

A5 

Activator, 
squibs 

1 1/4 in. from 
i center, equally 
spaced 

Luclte top and 
bottom 

Bl ( Metal top, luclte 
j bottom 

Gas bottle,  1 1/4 in. from 
valves       center, equally 

spaced 

Gas bottle, ; Edge 
valves 

B2 Metal top, luclte j Activator, 
bottom i squibs 

0.21-ln. dlam 

0.21-ln. dlam 

0.21-ln. dlam 

! 1, 5, 6 

i £, 3, 4 

i M 

Four 1/yB-in.  holes | 50j 51 

#        i  • 

Foui 1/16-in. holes 

0.21-ln. dlam 

49 

B3 j Metal top, luclte I Activator, 
j bottom j squibs 

Edge 

Edge 

8, 9, 12, 26, 26A, 43, 44 

B4 j"Metal top, luclte j Activator,  i Edge 

B5 

■-'■ 

Cl 

":■: 

bottom squibs 

Metal top, luclte Activator, 
bottom squibs 

Metal top, luclte Activator, 
bottom squibs 

Battery reservoir. Activator, 
metal bottom re- squibs 
moved and replaced 
by luclte* 

Battery reservoir. Activator, 
! metal bottom re- squibs 
| moved and replaced 
j by luclte 

Edge 

Edge 

Edge 

Edge 

0.21-in.   dlam                  10,   u,   13,   14, 15, 16,   17, 
18,   19,  20,   21, 22, 23,   24, 
25,   27,   28,   29, 30, 37,   39, 

i 12»  Üb il>   48» Jji 
(    One 1/16-ln.  hole      I 31,   33,  45 * 

1                                                                                                        « 
i j 
j    Six  1/16-in.  holes   l 7 

j      ■ 'j 

I    Four-l/32-in.  holes? 32,   34,  41 
; i — ■ 

i * 
!    One 0.040-ln.  hole   ] 53,   55,  56,   57,   58,   59 

0.21-ln.   dlam I 35,   56 

4 
i 

:    Four 1/32-in.  holes ' 42* 
■    •      • j  — 

* Underlined numbers  indicate: that motion pictures were tak?n. 
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Table 2.  Differences in Tests by Setup and Test Number 

Setup 

Al 

A2 

A3 

A4 

A 5 

Bl 

Test No.* 

E2 

1 

5,6 

2 3 4 

52 

50,51 

49 

8^9,12 

•26  ' 

26A 

43,44 

10,11^,13 
14,15,16 

17,18 

19 

20 

21 

22 

23 

24 

2^ 

27 

28 

29 

Differences or special features 

6~in. tubing between valve and gas inlet, 

2-in, tubing between valve and gas inlet. 

First tests with battery activator; filmed from gas side. 

Gas Introduced at center of reservoir. 

Gas introduced through 4 holes near center. 

Same as A4 but bottled gas used instead of battery 
activator.    ^ * 

First use of metal  upper half of reservoir. 

No liquid in reservoir,* 
• ... 

Diaphragm*of test 26 inverted 3 times by low pressure gas, 
then used in regular test.  Pinholes were present but no 
furthei* tearing occurred.during test. 

First use of 'transparent electrolyte receiver. 

Routine tests, in effort to obtain a failure. 
m * " 

Battery activator h.eated to increase pressure to that nor- 
mal at 160oF ambient*  (Reservoir horizontal, gas inlet on 
bottom in tests 19 ,20,21,22,23,24,25,27,2;8,39, and 40; in 
all other tests diaphragm and reservoir in vertical posi- 
tion.) 

Routine. 

Diaphragm had not been annealed after it was formed. ." 

Diaphragm from current manufacture. 

Diaphragm had been contaminated with mercury for 24 hr. 

Diaphragm had a flaw in center from forming operation. 
It did not fail upon inversion. *  ' 

« 
Diaphragm soaked in KOH at 160oF for 100 hr. 

Diaphragm had been heated to 1100oF around edges (sipula- 
• ting brazing operation of reservoir assembly). 

• * 
j Diaphragm soaked in KOH at 160oF for 180 hr, then scored 
on both sides with sharp, pointed tool. 

Diaphragm in filled reservoir subjected to flight vibra- 
* tion at 5 e-, * 

| Same as; test Wo. 28 but at 15 g. 

♦Underlined numbers indicate that motion pictures were taken. 
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Table 2.  Differences in Tests by Setup and Test Number (Continued) 

Differences or special features 

39 9 

40 

• 46 

47 

48 

54 

B3 31,33,45 

B4 7 

B5 32,34,41 

*      i 
B6    j 53,55,56, 

57,58,59 

Cl 35 

*   1 
i 36 

C2 12 

Diaphragm had been dimpled inward at gas inlet point- 
three times, then smoothed and tested. 

1/8-in. slit cut in diaphragm one inch from edge 
opposite gas entry point.  After test, a secon* 1/8 in 
crack^found near gas entry point.  Neither opening 
prevented adequate pumping. 

1/8-in. X cut« in diaphragm near inlet.  Pumping incom-' 
| plete.. Diaphragm horizontal, gas inlet down. 

Diaphragm^of test no. 39 reversed under low pressure 
and.reused.  Pumping incomplete as in 39. 

IZT^^TJ  ^^ annUlar grOOVe in diaPhragm near its 
duf;  +   t^  Started ln Center but was not completed aue to stiffness at groove. 

Routine! 

| Minimum pressure (360 pal) in activator. 
m 

Routine.    * ,/ , 
* '        . £ 

Reduced gas inlet diameters. (See tlble 1.) 

Reduced gas inlet diameters. (See table 1.) 

teReduced gas inlet diameters/ (See table 1.) / 

| Rfduced gas inlet diameters. (See table 1.) 

j R^ervoir from old unused battery.  Plnhole noted in 
»diaphragm.  Pumped properly. 

\  g-^oir from «Id unused battery.  Diaphragm appeared 

äncirz s.URused batte;y" Gas iniet diamet- - 
*     Underlined numbed  indicate  ^t^I^i^^r^T^n 
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was placed so that the cut was opposite the inlet point  After the 
test, a second slit was found near the inlet point  Neitw 
admitted .nough gas to prevent the complete i^ersion^f the ^r^ 
Phragm.  The following hypotheses are offered to explain til   f*   i 
experienced in batteries but not duplicated in theL Jests      ^ 

(a)  The diaphragm used in these tests may be of higher 
quality (more ductile, freer of large grain growth, 
crinkles, and mechanical strains) than those in re- 
cently produced batteries. 

(b) 

(c) 

The stresses from the high-pressure shock by the deto- 
nating squibs are not truly simulated in these tests^ 

The combined effects of improper heat treatment of the 

wiirt^^T rbrati0n Preconditioning, long contact 
with the electrolyte, folding at low ambient temperatures 
contamination during manufacture, and mechanica/strai^s ' 

HL**  f ^^ a£Sembly ^y have induced weaknesses that 
caused failures upon battery activation. 

(wUh'^ulS) tll^ZT' t.""   £0l<, """"^  "•» ■»"">- activators 

sure iffJ'l  eJeClrolyte  flow ^te is fairly independent of the pres- 

used (fig 1?)  Thfn808 T ^^ 0r  n0t ac^vating squibs are usea Ktxg.   17).  The flow rate is controlled by the restriction of 
the manifold holes and the electrolyte viscosity (no'low temperature 
tests were made here).  The electrolyte reache/the coll S in about 

i'ab^t 6
fl:::.at a reasonabiy constant —^ *** ^ ^i z iLZti 

4-   RECOMMENDATIONS * 

The following recommendations, based upon the result« n*  +u 

inlets are arranged as in Setup A4 and A5  A sln^l« ^1^   L S 

would require a substantial increase in one ^i^^-on      ^ ^  ^ 
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~~1 

(2) Reduce the cross section of the gas inlet from 0.035 in 2 

to 0.0012 in,^ to reduce the high pressure blast from the squibs 
Incorporate a strainer in the gas passageway to prevent the possibil- 
ity of blocking the smaller gas inlet with squib residue. 

(3) Use more uniform reservoir parts to prevent wrinkling or 
stressing the diaphragms during assembly.* 

(4) Extend the study of silver metallurgy to guarantee against 
low tensile strength and to increase the ductility of the diaphragm.* 

These design changes would prove to be simple, requiring negli- 
gible increase in costs and no changes in the rest of the system, al- 
ready proved in exterfslve evaluation tests.  Before units of a new 
design could be used to replace those now in the field, an environ- 
mental evaluation program for testing the new design should be" con- 
dupted. 

5.   REFERENCES " " • 

1. DOFL Report TR-665, "An Automatically Activated Silver-Zinc ' 
Power Supply for Radar Fuzes," Glenn L. Scillian, 6 February 1959. 

2. DOFL Report TR-892, "Development Evaluation Program,— XM4 
and PS502A Power Supplies," S. C. Taft, et al., 4 November 1960. 

9 

3,( NBS Memo, Div.'8.3, "Failure of Silver Sheet in PS502 Power 
Supply, w, L. Holshouser, 26 October 1960. 

. 4.  DOFL Report R-510-61-1, "Extended Level Test Program on 
PS502A; 28-V Reserve Power Supplies," M..Nelson, 2 February 1961. 

5.  DOFL Report R-330-50-11, "Laboratory Performance of PS502 
and PS502A Power Supplies - Third Report," G. Scillian, 11 July 1960. 

*  Progress has been made in these fields and is to be reported at 
later date. 
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